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Abstract
the effect of soil organic matter (som) on formation of inter-particle bonds was studied in soils 
with high organic and no mineral carbon content in the top (A1, Ap) layers of different origin 
and under various land uses. the first set of soil samples was collected in the Alekhin central 
chernozem reserve (kursk region, russia): under native steppe vegetation and under 67-year-
old bare fallow. the second set of samples was sourced from the midlands of kwa-zulu natal, 
south Africa: under pine plantation and under long-term maize monoculture. soil organic matter 
was removed by of 30% hydrogen peroxide (H2o2) treatment for 20-40 days. the rheological 
behaviour of the capillary-wetted soil pastes was characterized by amplitude sweep test with 
the modular compact rheometer mcr-302 (Anton-Paar, Austria). the storage modulus in linear 
viscous-elasticity range (Lve-range) and crossover of storage modulus and loss modulus were 
determined. the samples treated with H2o2 in all cases except the Ferralsol under pine plantation, 
increased the storage modulus in the Lve-range. it shows more rigid particle interaction due to 
loss of som. the peculiarity of soil under pine plantation is very high resistance to stress in native 
state and loss of this resistance upon som oxidation or removal. We connect this with significant 
change in particle size distribution upon the H2o2 treatment. in contrast to other samples, this 
soil shows significant reduction in coarse silt fraction (from 44.5 to 23.2%) and an increase in clay 
content (from 10.8 to 36.5). We connect the observed differences to the type of organic matter 
inputs. unlike the herbaceous vegetation, pine plantations lead to significant accumulation of 
plant litter on the soil surface. the dissolved organic matter (Dom) is leached out of the litter 
layer by percolating water. the sorption of Dom (ligand exchange, cation bridges, hydrophobic 
interactions) on the mineral surfaces contributes to particle aggregation.
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1. Introduction
 Study of rheological properties of soils are very important 

for the assessment of soil structure, its resistance to slaking 
in water and to mechanical stress. The soil structure in turn 
determines: 1) the structure of the soil pore space as the 
condition for the optimal development of the plant root 
system; 2) the soil reaction to compaction under the influence 
of heavy agricultural machinery; 3) the preservation of organic 
carbon in occluded form and prevention of its emission into 
the atmosphere. The soil organic matter represents one of the 
largest carbon pools in terrestrial ecosystems and affects all 
soil functions. The formation and stability of soil aggregates 
is largely due to the presence of the humic substances as 
“adhesive” [1,4]. Hence, the soil organic carbon (SOC) content 
strongly affects the soil aggregate stability [10].

Rheological approach to study of the soil structure in recent 
years has become actively used by researchers as a promising 
method of quantifying the inter-particle interactions 
[2,3,5,6,7,8]. Baumgarten and Horn [5] were the first to apply 
the method of amplitude sweep on a rheometer MCR to study 
soil structure.

In this work we attempt to identify the role of soil organic 
matter derived from different plant communities on the 
rheological behaviour of soils of different genesis. The 
dependence of soil organic matter (SOM) in the top soil 
horizons of different genesis and under different land use on 
formation of interpartial structural bonds is analyzed.

2. Materials
The first set of soil samples is from the Alekhin Central 

Chernozemic Reserve (Kursk region, Russia): 1a – Chernozem 
under native steppe vegetation (51°34’19.6”N 36°05’37.3”E) and 
1b – Chernozem under bare fallow since 1947 (51°34’12.6”N 
36°05’22.3”E). According to the WRB (2006) both soils are 
Chernozem pachic voronic (Fig.1). 

The second set of samples is from the Midlands of Kwa-
Zulu Natal, South Africa [11]: 2a – Umbric Ferralsol under 
pine plantation (Location GPS coordinates S29.23062° 
E030.32897°),  2b – cultivated Plinthic Ferralsol under long-
term maize (Location GPS coordinates monocultureS29.19399° 
E030.50589° (Fig. 1). The texture of voronic chernozem pachic 
can be characterized as silt loam, Humic Haplustox under 
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forestry plantation – as silt loam and Plinthic Haplustox of 
farming – as silty clay loam. The studied examples of soil do 
not contain carbonate salts or lime.

      
         1 a)                                                                       1 b)

     
2 a)                                                                      2 b)

 Fig. 1.  Objects of research; 1a) - chernozem under native steppe vegetation;  
1b) - chernozem old (since 1947) bare fallow; 2a) - Umbric Ferralsol under 
pine plantation; 2b) - cultivated Plinthic Ferralsol under long-term maize

 1. ábra  A kutatás témái; 1a) – Csernozjom természetes sztyeppe vegetáció alatt;  
1b) – Öreg csernozjom (1947 óta) parlagon fekvő ugar; 2a) - Umbric Ferralsol 
fenyő növényzet alatt; 2b) - Művelt Plinthic Ferralsol kukorica alatt

3. Methods of research
Particle size distribution was determined by laser diffraction 

(Analysette 22 Comfort, Fritsch, Germany) after the dispersion 
of soil suspension in water by ultrasound for 5 min. Content 
of total carbon was determined with a CHN analyzer (Vario 
EL, Elementar). Organic matter was removed by sample 
treatment with 30% hydrogen peroxide (H2O2) for 20-40 days. 
Rheological properties of capillary-moistened soil pastes were 
determined by amplitude sweep test on a modular compact 
rheometer MCR-302 (Anton-Paar, Austria) [3,5,9]. The 
following parameters of rheological behavior were obtained: 
Storage Modulus in the range of linear viscoelasticity (LVE 
range), the range of linear viscoelasticity, the point of crossover 
of Storage Modulus and Loss Modulus, which describes the 
destruction of the elastic structure of the substance (Fig. 2). 
The studies were conducted in three replicates, average values 
are presented in this work

 Fig.2.  Amplitude sweep test
 2. ábra.  Változó frekvenciájú nyírásvizsgálat

4. The obtained results
The soil organic matter (SOM) content before and after 

H2O2 treatment is presented in Table 1. The SOM content after 
oxidation significantly decreased.

The content of organic matter (%) before and after oxidation

Sample Name 
Content of 

organic matter in 
initial samples,%

Content of 
organic matter 

after oxidation,%

Chernozem under native 
steppe vegetation

6.7 0.52

Chernozem old (since 
1947) bare fallow

3.14 0.08

Umbric Ferralsol under 
pine plantation

12.5 2.55

Cultivated plinthic Ferralsol 
under long-term maize

2.9 0.42

 Table 1.  Organic matter content of samples
 1. táblázat.  Minták szervesanyag tartalma

In Chernozem under steppe vegetation after treatment with 
hydrogen peroxide the content of coarse silt slightly decreased 
and fine silt and medium silt increased. In Chernozem under 
long term bare fallow after treatment the content of fine silt 
increased, but that of coarse silt decreased. In Plintic Ferrasol 
under long-term maize after treatment the contents of coarse 
silt decreased and that of medium silt increased slightly.

In contrast to other samples, the soil from pine plantation 
shows significant reduction in coarse silt fraction (from 44.5 
to 23.2%) and an increase in clay content (from 10.8 to 36.5). 
In the latter case the coarse silt fraction (50-10µm fraction) of 
untreated sample consists to a large extent of clay-SOM-clay 
micro-aggregates resistant to 400 J ml-1 of ultrasonic dispersion 
energy (Branson Ultrasonics, USA). SOM oxidation leads to 
disaggregation and changes in particle size distribution (Fig. 
3.c). We see that in all cases (Fig. 3) there was a decrease in 
the content of coarse silt, which shows the removal of organic 
matter caused the destruction of microaggregates and the 
increase in the proportion of the finer fractions.

In all samples after removal of OM the storage modulus in 
the LVE-range increased, except for the ferralitic soil from the 
pine forest (Fig. 4).
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 Fig. 3.  Particles size distributions before and after oxidation of organic matter;  
a) in Chernozem under steppe vegetation; b) in Chernozem under long term 
bare fallow; c) in Ubric ferralsol under pine plantation; d) in Plinthic ferralsol 
under long term miaze.

 3. ábra  Szemcseméret eloszlás a szervesanyag oxidálása előtt és után;  
a) – Csernozjom természetes sztyeppe vegetáció alatt; b) – Öreg csernozjom 
(1947 óta) parlagon fekvő ugar; c) - Umbric Ferralsol fenyő növényzet alatt; 
d) - Művelt Plinthic Ferralsol kukorica alatt

 Fig. 4.  Storage modulus before and after H2O2 treatment in Chernozems and Ferralsols
 4. ábra  Storage modulus H2O2 kezelés előtt és után Csernozjom és Ferralsol mintákban

Possible strengthening of inter-particle contacts in all the 
samples, except the soil from pine forest occurred due to the 
development of direct contacts between the rigid particles in 
the absence of SOM. The decrease of storage modulus in the soil 
from the pine plantation may be due to a significant increase 
in the content of the fine silt and clay fractions after removal 
of SOM. It accordingly absorbs more water and reduces 
strength of inter-particle contacts. A significant increase in the 
modulus of elasticity in the arable soils likely associated with a 
significant decrease in the content of SOM after oxidation or 
removal. The increase in the strength of bonds between soil 
particles probably causes block-like soil structure.

 Fig. 5.  Linear viscoelastic (LVE) range – a) and crossover – b) of soils before and 
after treatment H2O2 

 5. ábra  Lineárisan viszkoelasztikus (LVE) tartomány – a) és crossover – b) H2O2 
kezelés előtt és után

The values of LVE-range in all variances of soils after removal 
OM went down, also as well as crossover. This means that the 
soil structure after the SOM removal became less resistant to 
stress. 

The soil under pine forests is characterized by high values for 
all measured rheological parameters.

We connect the observed differences to the type of organic 
matter inputs. Unlike the herbaceous vegetation, pine 
plantations lead to significant accumulation of plant litter on 
the soil surface. The dissolved organic matter (DOM) is leached 
out of the litter layer by percolating water. The sorption of DOM 
(ligand exchange, cation bridges, hydrophobic interactions) on 
the mineral surfaces contributes to particle aggregation.
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5. Conclusions
The increase in the strength of bonds between soil particles 

probably causes block-like soil structure. In the absence of SOM 
in interaction between soil particles is more rigid, samples of 
soil types become less plastic, destruction of structural bonds 
happens at smaller loadings. 

The distinct rheological behavior of soil from pine plantations 
is manifested as very high resistance to loadings in its initial 
state and significant loss of stability after SOM oxidation.

The quality of organic matter due to different plant origin 
has an effect on the processes of micro-aggregation and 
consequently on the rheological behaviour of soils. The 
established differences in the rheological behavior of the 
studied soils from different locations and land uses may be 
associated with the type of organic inputs. 
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